
Full Terms & Conditions of access and use can be found at
https://www.tandfonline.com/action/journalInformation?journalCode=tcrs20

International Journal of Crashworthiness

ISSN: 1358-8265 (Print) 1754-2111 (Online) Journal homepage: https://www.tandfonline.com/loi/tcrs20

Effect of hexagonal on the in-plane crushing
behaviour of plain weave composite hexagonal
quadruple ring system

E. Mahdi, Munir Faraj, A. M. S. Hamouda, S. M. Sapuan, M. A. Attia & E. O.
Eltai

To cite this article: E. Mahdi, Munir Faraj, A. M. S. Hamouda, S. M. Sapuan, M. A. Attia & E.
O. Eltai (2020) Effect of hexagonal on the in-plane crushing behaviour of plain weave composite
hexagonal quadruple ring system, International Journal of Crashworthiness, 25:2, 192-202, DOI:
10.1080/13588265.2018.1555025

To link to this article:  https://doi.org/10.1080/13588265.2018.1555025

© 2019 The Author(s). Published by Informa
UK Limited, trading as Taylor & Francis
Group

Published online: 23 Feb 2019.

Submit your article to this journal Article views: 115

View related articles View Crossmark data

Citing articles: 1 View citing articles 

https://www.tandfonline.com/action/journalInformation?journalCode=tcrs20
https://www.tandfonline.com/loi/tcrs20
https://www.tandfonline.com/action/showCitFormats?doi=10.1080/13588265.2018.1555025
https://doi.org/10.1080/13588265.2018.1555025
https://www.tandfonline.com/action/authorSubmission?journalCode=tcrs20&show=instructions
https://www.tandfonline.com/action/authorSubmission?journalCode=tcrs20&show=instructions
https://www.tandfonline.com/doi/mlt/10.1080/13588265.2018.1555025
https://www.tandfonline.com/doi/mlt/10.1080/13588265.2018.1555025
http://crossmark.crossref.org/dialog/?doi=10.1080/13588265.2018.1555025&domain=pdf&date_stamp=2019-02-23
http://crossmark.crossref.org/dialog/?doi=10.1080/13588265.2018.1555025&domain=pdf&date_stamp=2019-02-23
https://www.tandfonline.com/doi/citedby/10.1080/13588265.2018.1555025#tabModule
https://www.tandfonline.com/doi/citedby/10.1080/13588265.2018.1555025#tabModule


Effect of hexagonal on the in-plane crushing behaviour of plain weave
composite hexagonal quadruple ring system

E. Mahdia, Munir Farajb, A. M. S. Hamoudaa, S. M. Sapuanb, M. A. Attiac,d and E. O. Eltaia

aDepartment of Mechanical and Industrial Engineering College of Engineering, Qatar University, Doha, Qatar; bDepartment of Mechanical
and Manufacturing Engineering, University Putra Malaysia, Serdang, Selangor, Malaysia; cMechanical Design and Production Engineering
Department, Faculty of Engineering, Zagazig University, Zagazig, Egypt; dMechanical Engineering Department, College of Engineering,
Shaqra University, Dawadmi, Ar Riyadh, Saudi Arabia

ABSTRACT
In this study, an experimental investigation into the crushing behaviour of one dimensional composite
hexagonal cellular structure between two plates has been carried out. The materials have been used
to accomplish the studies are the plain weave E-glass fabric and the epoxy resin. The tested cellular
structures are composed of 4� 1 hexagonal cells with angles varied between 35� and 60�. Various
crashworthiness parameters of the tested cellular structures such as crushing load capacity, energy
absorption capability and force efficiency were computed and discussed. The crush failure modes of
the tested rings were identified and analysed. Results showed that the hexagonal ring angle has a
significant effect on the crush failure loads and energy absorption capability. Increasing the cell angle
showed a decrease in energy absorption capability and load carrying capacity. Additionally, the cell
angle has a remarkable effect on the failure sequence of the ring cells.
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1. Introduction

In the design and testing of various types of vehicles, crash-
worthy protection has become a challenging issue. The term
‘crashworthiness’ refers to the quality of response of a vehicle
when it is involved in or undergoes an impact. The less dam-
aged the vehicle and its occupants and contents after a given
event, the higher the crashworthiness of the vehicle or the
better its crashworthy performance Johnson and Walton [1].
Also, when it comes to energy absorption, the cellular poros-
ity feature is desirable since it can give a long, nearly constant
plateau force level under compression. Several studies investi-
gated theoretically, numerically and experimentally the crush-
ing behaviour of thin-walled curved shells constructed from
Fiber-Reinforced Polymers [2–10]. This finding can be attrib-
uted to their ability to withstand axial loading in a membrane
manner rather than through bending [11]. In addition to the
vehicle applications, FRP cylinders/tubes are now widely used
in chemical plants, oil and gas carriers and high-pressure
containers [12,13]. Moreover, the FRP composite gives rise to
environmental pollution due to their non-degradability.
Gupta and Abbas [14] investigated the quasi-static lateral
crushing of composite cylindrical tubes between flat platens;
they found that the GFRE tubes have exhibited an effective
and stable energy absorption phenomenon in the laboratory
testing. The energy absorption capability of FRP composite
structures is strongly affected by the mechanical properties of

the wall material, wall thickness and geometric parameters of
the structure [15–17]. Mamalis et al. [18] investigated the
deformation modes and energy absorption of square woven
carbon FRP tubes under axial quasi-static and dynamic com-
pressive loads. It was concluded that the peak force increased
with the number of layers, wall thickness and fiber volume
percentage. Three failure modes were observed; a progressive
brittle failure mode, an unstable wall buckling failure mode
and a mid-length failure mode. However, the composite
structures that failed with a progressive, stable failure mode
absorbed more energy than structures that failed with other
deformation modes. The behaviour of polyurethane foam
filled steel hat sections under axial loading was investigated
by Haorongbam et al. [19], results showed that for a minimal
increase in weight foam filled steel hat sections can absorb
more energy as compared to hollow steel hat sections.
Specifically for a 15.63% increase in mass of empty hat sec-
tions due to foam filling. Depending on the type of hat sec-
tions, the authors concluded that energy absorption increases
from 37% to 66%. Elgalai et al. [20] investigated the effect of
geometry and material properties on the crashworthiness
behaviour of laminated corrugated tubes. Alkateb et al. [5]
and Mahdi et al. [21] investigated the crashworthiness behav-
iour of core and coreless composite elliptical thin-wall cones
and tubes with different ellipticity ratio and vertex angles,
respectively, under quasi-static axial compression. The speci-
mens were made from woven roving glass fiber with the
orientation of [0/90] and epoxy resin, whereas natural cellular
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fiber was used as filler for the core tubes. It is worth remark-
ing that geometrical parameters significantly influenced the
energy absorption capabilities and failure modes. Abosbaia
et al. [13,22] analysed the segmentation influence on the
crushing behaviour and collapse modes of segmented and
non-segmented tubes subjected to axial and lateral loads. The
tubes were made from glass mat, carbon fabric fiber and cot-
ton fabric fiber with epoxy resin. Mahdi and Hamoouda [23]
studied the energy absorption capabilities of woven roving
glass/epoxy hexagonal ring systems. They concluded that the
ring geometry has a significant effect on the crashworthiness
performance of composite quadruple hexagonal ring system.
Triggering is a geometric gradient feature in the component
as it acts as a stress concentration to ensure the collapse initi-
ation. Jimenez et al. [24] demonstrated the influence of a trig-
ger mechanism on the energy absorbed and progressive
collapse of FRP composite structures. Eshkoor et al. [25]
investigated the crushing behaviour of woven natural silk/
epoxy triggered composite rectangular tubes subjected to an
axial quasi-static crushing test. It was concluded that the tube
thickness and length have a remarkable effect on the crash-
worthiness performance. Mahdi et al. [26] investigated the
effect of fiber content on the energy absorption capability of
axially crushed E-glass woven fabric/epoxy resin composite
tubular. Moreover, Sebaey et al. [27] investigated the crash-
worthiness characteristics of hybrid octagonal and hexagonal
carbon fiber reinforced epoxy composite system. Mahdi and
Sebaey [4] examined the effect of aramid fiber composite on
the crashworthiness of composite octagonal and hexagonal
systems. Alkbir et al. [28,29] studied the effect of geometry
on the crashworthiness parameters of natural kenaf FRP
composite hexagonal tubes under axial and lateral crushing
loads. They found that the hexagonal angle of the composite
tube has a remarkable effect on the specific energy (Es)
absorption capability. Chiu et al. [30] studied the behaviour
of a carbon-epoxy composite energy absorber under static
and dynamic loading. The energy absorption was found to be
independent of strain rate within the studied range 100 s�1.
Esnaola et al. [31] analysed the effect of the fiber volume
fraction on the energy absorption capability of glass/polyester.
They found that by increasing the fiber volume fraction from
40% to 47%, the specific energy (Es) absorption increased to
56 kJ/kg. Sun et al. [32] investigated the in-plane crushing
and energy absorption performance of multi-layer regularly
arranged circular honeycombs. They stated that the energy
absorbed per unit volume is significantly controlled by the
dynamic plateau stress and dynamic densification strain.
They also found that the energy absorption capacity is pro-
portionally reversed with the dynamic densification strain.
Hussein et al. [33] evaluated the response of axially com-
pressed CFRP composite square tubes. They found that the

deformation mode of 100mm long CFRP tubes was a cata-
strophic failure, while the deformation mode of 50mm long
CFRP tubes was a progressive collapse. Wang et al. [34]
investigated the collapse characteristics and energy absorption
capability of carbon fiber/epoxy composite tubes under axial
quasi-static and impact crushing conditions. Brittle fracturing
has been identified as the dominated failure mechanism.
From the reviewed literature, one can conclude that few stud-
ies have been conducted to address the energy absorption
capability of hexagonal array systems. The gap in this field is
the main reason behind this study, in which the main object-
ive is to investigate the effect of hexagonal angle on the
crashworthiness parameters of 4� 1 cellular ring systems.

2. Experimental program

2.1. Materials and specimens preparation

The specimens were employed in this study made of plain
weave fiber-reinforced epoxy. The ratio of epoxy resin to
hardener was 5:1. The main advantage of using plain weave
fabric laminates is that they provide properties that are more
balanced in the [0�/90�] directions than unidirectional lami-
nates. These balanced properties are attributed to the fact
that the circumferentially (90�) oriented fibers reduce the
interlaminar stresses between layers while supporting the lon-
gitudinally oriented fibers (0

�
) to carry the applied load.

These findings were also supported by Mahdi et al. [12] and
Mahdi and Hamouda [23]. The wet wrapping process was
used to fabricate the specimens. More details about the fabri-
cation method can be found in Mahdi et al. [12,26]. Tables 1
and 2 give the geometrical and physical properties of fabri-
cated specimens and materials Properties of glass fiber plain
weave/epoxy composite. The average fiber volume fraction
was found to be 0.55%. Six configurations with different cell
angles varied between 35� and 60� were fabricated and tested
to evaluate the crashworthiness performance of composite
quadruple hexagonal ring systems as shown in Figure 1.

2.2. Quasi-static test

The test setup is sketched in Figure 2. Quasi-static tests
were performed to assess the crashworthiness performance
and monitor the crushing mechanisms of the quadruple
system. INSTRON 8500 digital-testing machine with a full-
scale load range of 250 kN was used for quasi-static com-
pression tests. Steel plates were set parallel to each other
before the initiation of the test. For data reproducibility, five
samples of each configuration were tested, and the mean

Table 1. Geometrical characteristics of the test matrix.

Configuration� Angle b (degree) a (mm) b (mm) Thickness t (mm) Height (mm) Weight (g)

Hx-35 35 25 60 1.49 178.8 105.8
Hx-40 40 26 58 1.50 180.0 106.3
Hx-45 45 30 50 1.52 182.4 107.5
Hx-50 50 32 46 1.51 181.2 106.5
Hx-55 55 35 40 1.50 180.0 105.3
Hx-60 60 40 30 1.47 176.4 107.3
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value was considered as the final result. The behaviour of
each configuration under compression loading was recorded
using a digital camera. The acquisition system of the univer-
sal testing machine recorded the load-displacement data at a
constant crosshead speed of 5mm/min.

2.3. Crashworthiness parameters

Human and environmental factors are the primary cause of
Motor vehicle accidents. By employing proper safety design
and manufacturing techniques, automobile manufacturers
can prevent many of the deaths and serious injuries that
result from accidents. One of these preventive strategies is
to utilise a collapsible energy absorber device; this can be
achieved by converting the impact energy into plastic
deformation energy in the case of metal-based energy
absorber devices and into fracture deformation in the case
of composite-based energy absorber devices. Therefore, fatal
injuries can be avoided keeping the peak force exerted on
the protected occupants below their tolerance level, long
deformation path to sufficiently reduce the deceleration of
the protected occupants can be provided by the collapsible
energy absorber devices. The specific energy (Es) absorption
is a critical factor to evaluate the crashworthiness of an
energy absorber device, and it can be defined as the total
work done per unit mass of material. The entire work is
done (WT) or energy absorbed is the area under the load–
displacement curve and can be computed as:

WT ¼
ðsb
0
Pds (1)

In this study, only the work done (W) during the post-
crush stage will be considered. Therefore, one can rewrite
Equation (1) as follows:

Table 2. Materials Properties of glass fiber plain weave/epoxy composite.

Plain weave glass fiber/epoxy

Fiber volume fraction 0.55
Density (g/m3) 1.85
Longitudinal modulus (GPa) 26
Transverse modulus (GPa) 22
Shear Modulus (GPa) 7.2
Poisson’s ratio 0.13
Longitudinal tensile strength (MPa) 166.7
Longitudinal compressive strength (MPa) 145.8
Transverse tensile strength (MPa) 158.3
Transverse compressive strength (MPa) 116.7
In-plane shear strength (MPa) 18.75

b

h

Figure 1. Geometry of the hexagonal cell under investigation.

MU

EU

ML

EL

Figure 2. The in-plane crushing of quadruple hexagonal system.

Figure 3. Cell deformation by cell wall bending caused by crush loads in the x-direction.

Figure 4. The load-displacement curves for composite hexagonal quadruple
ring system with different hexagonal angles.
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W ¼
ðsb
si

Pds ¼ Pm sb � sbið Þ (2)

where Sb and Si are the crush distances and Pm is the mean/
average crush load. The specific energy (Es) absorption cap-
ability, Es, of a composite material defined as the energy
absorbed per unit mass of material is given by:

Es ¼ W
M

¼ Pm sb � sið Þ
M

¼ Pm sb � sið Þ
M

(3)

where, M is the mass of the structure being investigated.

3. Design requirements

Improving the safety and optimising the weight of compos-
ite energy absorber devices are the driving forces for the
design of high-performance composite energy absorber.
Two design parameters have been used to explore and study
the crashworthiness performance of composite quadruple
systems. The first parameter is the geometry configuration
in which six angles were used. The quadruple angles varied

between 35� and 60� with an increment of 5. The second
parameter is the effect of a hexagonal system arrangement,
in which two different methods have been used. The energy
absorber device must be designed to alleviate the impact of
the accident into a predetermined stable energy absorption
mechanism. The excellent energy absorption mechanism is a
progressive failure mechanism. For thin walled structures
such as cellular structure composed of hexagonal cells, the
possibility of global (Euler) buckling exists, because it leads
to catastrophic failure mechanism. Therefore, any energy
absorbing system design must assure the elimination of
global buckling as energy absorbing mechanism by maximis-
ing the bending stiffness, which is the product of the axial
modulus of elasticity and the moment of inertia of the
cell wall, because it increases the critical load directly.
Accordingly, the cellular dimensions are selected due to the
vehicle space limits. In this design requirement, the cellular
must absorb the energy while the crushing force and stroke
efficiencies are stable and high, respectively. In the follow-
ing, the relationship between plastic stress and cell geometry
will be derived. The external work was done by the force

12.9 mm 31.7 mm 45.1 mm 63.8 mm

80.2 mm 101.8 mm 120.1 mm 132.1 mm

(a)

(b)

Figure 5. (a) The load-displacement curve for composite hexagonal quadruple ring system with angle 35o. (b) Representative-photographs have been taken during
different stages of deformation history of composite hexagonal quadruple ring system with angle 35o, crushing sequence (MU-ML-EL-EU).
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induced by r1 during a plastic rotation a of the four hinges
A, B, C and D (Figure 3(b,c)) should be equal to the energy
dissipated by these hinges, i.e.

2r1b hþ a sin hð Þa sin h½ �a ¼ 4Mpa (4)

where b is the wall depth.
Term ½r1bðhþ a sin hÞ is the force at B due to r1, in the

direction of r1 and the plastic bending moment Mp of the
cell wall is given by

Mp ¼ rulbt2

4
(5)

with rul being the ultimate stress of the plain weave glass/
epoxy composite and t refers to the wall thickness. From
Equations (4) and (5), one can obtain

rp ¼ rul
t
a

� �2

2
h
a
þ sin h

� �
sin h

� ��1

(6)

Also, the relative density q and effective modulus of elas-
ticity in the x direction Ex of the structure can be obtained
as, Gibson and Ashby (1999)

q ¼ qs
t
a

2þ h
a

� �
2 cos h

h
a
þ sin h

� �� ��1

(7)

Ex ¼ Es
t
a

� �2 h
a
þ sin h

� �
sin h tan h

� ��1

(8)

where, qs and Es are respectively the density and Young’s
modulus of cell wall material. According to the above equa-
tions, it can be deduced that the cellular geometry significantly
affect the failure deformation as the structure properties
depend on the cell wall properties (rul and Es), cell shape (h
and h/a) and density (t/a). From these equations, one can
deduce that the failure deformation is significantly influenced
by ring geometry. Generally, the specific energy (Es) absorption
of the ring system increases nonlinearly with displacement and
its rate is slower during the initial collapse stage.

4. Results and discussion

The crashworthiness characteristics, deformation patterns
and the corresponding load-deformation history of all the

8.5 mm 32.5 mm 45 mm 62 mm

80.6 mm 106.5 mm 128.7 mm 145 mm

(a)

(b)

Figure 6. (a) The load–displacement curve for composite hexagonal quadruple ring system with angle 40o. (b) Representative-photographs have been taken dur-
ing different stages of deformation history of composite hexagonal quadruple ring system with angle 40o, crushing sequence (MU-EU-EL-ML).
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plain weave composite quadruple system were studied under
quasi-static in-plane lateral compressive loading conditions.

4.1. Load–displacement relationship

Load–displacement curves of the plain weave glass compos-
ite hexagonal quadruple system (4� 1 cellular structures)
with different hexagonal angles (ranged from 35� to 60�) are
shown in Figure 4. Figures 5(a)–10(a) show the load–
displacement response for the tested specimens. It is clear
that each load–displacement curve generally represents three
energy absorbing mechanism phases. In the first phase, the
ring responds in a linear elastic manner, and this stage termi-
nates when an initial crushing load (Pi) is reached. The
second phase represents the post-crush stage, in which, the
load carrying capacity fluctuates with troughs over a large
range of deformation. Finally, the load carrying capacity
increases rapidly, as a result of compaction of hexagonal cells’
over each other, which creates material densification.
According to the obtained results, the hexagonal angle has

significantly affected the load–displacement response of the
composite hexagonal cellular structures. Visual observations
of the specimens are shown in Figures 5(b)–10(b). As can be
seen in the photos, each peak in the load–displacement dia-
gram corresponds to the complete collapse of one cell and
the initiation of the damage in the other cells. Similar load–
displacement behaviour was obtained for the hexagonal tube
and hybrid hexagonal–octagonal cellular systems tested by
Mahdi and Hamouda [23] and Sebaey et al. [27].

4.2. Energy absorption capability

Effect of the hexagonal angle on the failure crush loads of
plain weave E-glass/epoxy composite hexagonal quadruple
system was examined. The specific energy (Es) absorbed was
computed using Equations (1)–(3). Variation of post crush-
ing of the ring systems with their hexagonal angles has been
plotted in Figure 11. Accordingly, the calculated specific
energy (Es) absorbed by quadruple hexagonal ring systems
decreases with increase in hexagonal angle. Among the

11.9 mm 33.1 mm 45.6 mm 57.8 mm

68.5 mm 86 mm 113 mm 132 mm

(a)

(b)

Figure 7. (a) The load–displacement curve for composite hexagonal quadruple ring system with angle 45o. (b) Representative-photographs have been taken dur-
ing different stages of deformation history of composite hexagonal quadruple ring system with angle 45o, crushing sequence (EU-MU-EL-ML).
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tested specimens hexagonal ring systems with the angle of
35� displayed the highest energy absorbed values of 585 J/kg,
while systems angle of 60� recorded the lowest value of
465 J/kg.

4.3. Energy absorbing mechanism

Three energy absorbing mechanism phases were observed.
In the first phase, the linear elastic mechanism dominating
the energy absorbing capability behaviour of 4� 1 quadru-
ple structure. During this phase, both the energy absorption
capability and the load carrying capacity increase linearly.
This phase ended when the elastic energy and the critical
stress were reached, and this attained energy level, and load
carrying capacity fluctuates with troughs over a large range
of deformation (phase 2). Finally, the load carrying capacity
increases rapidly while the energy absorption capability
decreases with deformation, because of compaction of hex-
agonal wall cells over each other [35–37]. The crushing

history of the array ring systems is shown in Figures
5(b)–10(b). For the loading direction considered in this
study (see Figure 3), there is no elastic buckling in the
specified direction. The sides that are fully contacted with
the crushing plates are considered as horizontal beams,
which resulted in the absence of column effect. For plain
weave glass fabric, fracturing was found to be the mechan-
ism governing the post-crash phase. When the inclined side
rotates by a small angular increment a, the point in contact
with upper beam moves inward with respect to the other
point at the end of the inclined side by ða sin hÞa as can be
seen in Figure 2. This deformation process continued until
the end of the post-crush stage. Fracture lines are only
observed at the end of the post crush stage and just before
the starting of material densification stage. In addition, it
was clear from Figures 5(a)–10(a) that quadruple systems
exhibited to have a very high carrying capacity. When
crushed between two flat plates, the load–displacement
response does not show a sharp sudden-drop in load for a
large range of deflections, which is advantageous for an

11.9 mm 36.9 mm 48.1 mm 62.5 mm

93.1 mm 113.7 mm 127.5 mm 141.2 mm

(a)

(b)

Figure 8. (a) The load–displacement curve for composite hexagonal quadruple ring system with angle 50o. (b) Representative-photographs have been taken dur-
ing different stages of deformation history of composite hexagonal quadruple ring system with angle 50o, crushing sequence (EU-ML-MU-EL).
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energy-absorber and tends to decrease the deceleration of
vehicles occupants. It was observed that the cell geometry
has a noticeable effect on the crushing sequence of the ring
cells. It is interesting to observe that the third row in system
arrays (ML) was not appear as the first crushed row for all
hexagonal angles. For low hexagonal angles (h¼ 35

�
and

40
�
), the second row in the array (MU) was crushed firstly

and, the crushing sequence is (MU-ML-EL-EU) and (MU-EL-
EU-ML) for h¼ 35� and 40�, respectively. This may be
attributed to the wall length (h) becomes larger for small
angles and, consequently, the contact area between the
upper surface of the first row and the platen is increased.
This in turn reduced the contact stresses induced on the
surface, hence the crushing collapse started away from the
upper and lower rows. On the other hand, for large hex-
agonal angle (h� 45�), the contact area became smaller and
consequently the, crushing failure started from the upper or
the lower cells due to the relatively high contact stress. Also,
by increasing the hexagonal angle, a remarkable decrease in
the effective modulus of elasticity and an increase in the

bending moment were noticed [38]. This in turn leads to
high bending stresses and bending deflection.

4.4. Microscopic investigation

Throughout the crushing process, it was considered import-
ant to conduct a microscopic investigation to obtaining fail-
ure mechanism at the micro level. It was observed that the
energy absorbed by the ring is dissipated to crack the matrix
at the top end of the specimens. As the crush failure load is
further increased, the density and extent of the matrix
cracks progress such that interfacial debonding occurs leav-
ing the fibers unsupported, more compliant, and less likely
to fail by micro-buckling. Generally, the energy absorbed
during this failure stage can be written as follow:

Wmicro ¼ Wmc þ Wfd þ Wbf (10)

where, Wmc is the energy required to crack the matrix and
increase the density of matrix cracks. It is well understood
that in polymer matrix systems, cracks are often initiated at

11.9 mm 36.9 mm 48.1 mm 62.5 mm

93.1 mm 113.7 mm 127.5 mm 141.2 mm

(a)

(b)

Figure 9. (a) The load–displacement curve for composite hexagonal quadruple ring system with angle 55o. (b) Representative-photographs have been taken dur-
ing different stages of deformation history of composite hexagonal quadruple ring system with angle 55o, crushing sequence (EL-ML-MU-EU).
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locations where several fibers debond from the matrix under
load. The matrix crack growth process is probably time-
dependent, one should relate the crack growth rate to load-
ing history (see Figure 12). It is also well known that in

most continuous fiber cross-ply composite laminates, trans-
verse matrix cracking or micro-cracking takes place in the
90� plies at strain levels, which are very small, compared to
the ultimate failure strain of the composite laminate; Wfd is

13 mm 35.7 mm 58.2 mm 80.3 mm

89.8 mm 120.4 mm 129.3 mm 139.8 mm

(a)

(b)

Figure 10. (a) The load–displacement curve for composite hexagonal quadruple ring system with angle 60o. (b) Representative-photographs have been taken dur-
ing different stages of deformation history of composite hexagonal quadruple ring system with angle 60o, crushing sequence (EL-ML-MU-EU).
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Figure 11. Specific energy absorption capability vs. hexagonal angle.
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the energy required to debond the woven roving fabric fiber
from the matrix (see Figure 12); Wbf is the energy required
to fracture the fibers (see Figure 12).

5. Conclusions

In the current paper, different configurations of one dimen-
sional quadruple hexagonal systems were manufactured and
experimentally tested under in-plane quasistatic crushing
load. The following conclusions can be drawn:

� The load–displacement response of the 1� 4 quadruple
hexagonal systems is significantly affected by cell angle,
and as the angle increases, the specific energy (Es)
absorbed decreases.

� The cell shape significantly affected the crushing
sequence of 1� 4 quadruple hexagonal systems. As the
hexagonal angle increases, the crushing sequence of the
systems changed from the middle to the end cells.

� Despite the change of crushing history sequence, the
progressive failure mode was observed for all
tested specimens.

� A quadruple hexagonal system with the hexagonal angle
of 35� recorded the highest energy absorption capacity.
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