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Abstract: Poly(vinylidene fluoride) (PVDF) is a piezoelectric material with outstanding physical and 
mechanical properties. The piezoelectric properties depend on the β-phase content of this polymer, 
while the physical and mechanical properties depend on the morphology and degree of crystallinity 
of the material. Silver has antibacterial effects, and silver nanoparticles (Ag-NPs) have large surface 
areas rich in electrons. In this paper, we produced electrospun PVDF fibrous mats that contained 
different contents of Ag-NPs between 0% and 1.0%. The β-content in PVDF was found to increase 
by about 8% for Ag-NPs content of 0.4–0.6%. The electrospun fiber mats had a higher β-crystalline 
content, nano-pores were visible on the fiber surfaces, and the tensile strength and thermal stability 
were improved. Dielectric analysis indicated weak interfacial adhesion between the PVDF and Ag-
NPs. Good piezoelectric response was observed in the electrospun fibers containing 0.4% AgNPs, 
which shows a good correlation between the β-crystalline phase content of the composites and its 
energy-harvesting application. 

Keywords: poly(vinylidene fluoride); electrospinning; silver nanoparticles; crystallinity; chain 
motion dynamics; piezoelectric properties 

 

1. Introduction 

Poly(vinylidene fluoride) (PVDF) is a semi-crystalline polymer that possesses outstanding 
mechanical and thermal properties as well as piezoelectric, pyroelectric, ferroelectric, and 
biocompatibility characteristics [1]. It is also a polymorphic material that may show up to five 
different crystalline phases, α-, β-, γ-, ε- and δ-phases. The most common conformations are the α-
phase, which is a non-electroactive phase, the β-phase, which is an electroactive phase, and the γ-
phase, which is electroactive, but less than the β-phase [1–4]. The electroactivity of PVDF therefore 
mostly depends on the β-phase content. There are different methods to increase the β-phase content, 
such as mechanical stretching, use of polar solvents to dissolve and re-crystallize PVDF, electrical 
poling, and addition of fillers [5–8]. An example is graphene oxide (GO), which increases the β-phase 
content via interaction of the polymer chain with the oxygen-rich groups on the surfaces of the GO 
layers [9,10], or cellulose, where the polymer interacts with the -OH groups [2,11]. In addition, 
electron clouds on the surfaces of the metal nanoparticles could interact with polymer chains 
resulting in enhancement of the β-phase content [12]. Finally, ferroelectric materials such as barium 
titanate were used to enhance the β-phase content as the ceramic nanoparticles act as nucleating agent 
for the crystallization of the PVDF matrix [13]. Other parameters such as polarity, surface area, 
particle size, and functionalization of the filler can were reported to control the β-phase content [11]. 
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Electrospinning is another technique used to increase the β-phase content through shearing forces 
which results from forcing the solution through the spinneret, the coulombic force between the 
collector and the spinneret, and the mechanical force during the elongation of the fibers by using a 
rotating disk or drum [4,14]. 

Silver nanoparticles (AgNPs) can be used as a filler in PVDF to increase the β-phase content and 
as an anti-bacterial/anti-fouling agent in membrane filtration industry and in surgical mesh and 
sutures [15]. Shrivastava et al. [16] reported that 25 μg·mL−1 will completely inhibit the bacteria, 
regardless of whether it is positive or negative, or it is antibiotic resistant or non-resistant. The AgNPs 
apparently attach to walls of the bacterial cells, penetrate them, and destroy the cell content, either as 
silver clusters or as silver ions [16,17]. 

Researchers used different methods to load the AgNPs and nanowires into the PVDF matrix. 
Methods include solution casting of silver nanowires (AgNWs) [18] or Ag@TiO2 core@shell 
nanoparticles [19], surface immobilization in presence of poly(acrylic acid) [20], and exothermic 
decomposition of silver trifluoroacetate at 240 °C in molten PVDF [21]. Electrons -rich AgNPs interact 
with fluorine atoms in the PVDF forcing its chains to be in the β-conformation, thus increasing the β-
phase content. Such interactions were confirmed by using X-ray photoelectron spectroscopy (XPS) 
[12], and UV and FTIR spectroscopy [18]. 

The work reported in this paper is aimed at complementing work done by three other groups 
[12,17,18] in addition to investigating the piezoelectric response of the PVDF/AgNPs electrospun mats. 
The first group [17] used 5 nm prepared AgNPs to enhance the antifouling properties of PVDF 
membranes and reported that the produced nanocomposite fibers became smoother and finer with 
addition of silver. The second group [12] investigated the polymorphism and dielectric properties of 
PVDF/AgNPs electrospun mats. They first prepared PVDF fibers with silver nitrate salts, and then kept 
it in daylight for a week to convert the silver nitrate to AgNPs in the range of 20–50 nm. The diameter 
of the neat PVDF fibers was found to be about 250 nm, but with the silver particles, it increased to about 
600 nm, and the thermal stability was enhanced after the addition of AgNPs. The third group [18] used 
AgNWs to enhance the sensitivity of pressure sensors. They reported that the fibers became rough with 
increasing the silver content, and the maximum β-phase content was observed for the 1.5% of AgNWs 
content. Another group, which investigated the physical properties of PVDF/AgNPs, but at high silver 
contents up to 90%, found that the thermal stability was slightly improved up to 20% AgNPs content, 
but higher silver contents facilitated the decomposition of PVDF [22]. 

In this paper, we looked at the morphologies of electrospun PVDF fibers and mats containing 
AgNPs at concentrations between 0 and 1.0 wt %, and at the influence of the presence and content of 
AgNPs on different thermal, mechanical and piezoelectric properties of the fiber mats. 

2. Results and Discussion 

2.1. Morphology 

The morphologies of the AgNPs in DMF have been investigated through TEM and XRD. The 
TEM micrograph shows that the nanoparticles have spherical shapes (Figure 1b with diameters 
around 100 nm, while calculations from the XRD spectrum in Figure 1a using the Debye-Scherrer 
equation shows that the AgNPs had sizes in the range of 25–40 nm. This indicates some 
agglomeration when dispersed in the DMF solvent, which was confirmed through TEM analysis. The 
silver nanoparticle sizes were found to be in a range of 25–40 nm. 
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Figure 1. (a) XRD spectrum of AgNPs, and (b) TEM micrograph of AgNPs in DMF solvent. 

The viscosity of the solutions slightly decreased with the addition of silver nanoparticles and 
with increasing nanoparticle content (Table 1). The reason for this probably is that the polymer 
molecules were adsorbed on the surfaces of the AgNPs, leading to shrinkage in the volume of the 
polymer molecules and an increase in the mobility of the solvent molecules. There were small 
increases in viscosity at AgNPs contents of 0.4% and 0.6%, which could have been due to a change in 
solvent ratios brought about by different rates of acetone evaporation during the electrospinning of 
the different samples. The conductivity (Table 1) increased significantly after dissolution of the 
polymer, but only slightly in the presence of and with increasing content of AgNPs. This was 
probably due to the free fluoride and proton ions from the polymer. 

Table 1. Viscosity and conductivity of PVDF composite solutions with different concentrations of 
AgNPs.  

Sample Viscosity/cP Conductivity/μS cm−1 

Solvent (60:40 DMF:acetone) 0.45 2.1 
Solvent + PVDF 361.1 12.4 

Solvent + PVDF + 0.2% AgNPs 340.8 15.0 
Solvent + PVDF + 0.4% AgNPs 350.9 15.0 
Solvent + PVDF + 0.6% AgNPs 343.3 14.2 
Solvent + PVDF + 0.8% AgNPs 338.2 15.8 
Solvent + PVDF + 1.0% AgNPs 338.2 16.3 

One parameter that controls the diameter of the electrospun fibers is the ratio between the 
surface and volume charge densities at the tip of the Taylor cone [23]. The charged silver 
nanoparticles therefore play an important role in controlling the surface and volume charge density 
ratios at the tip of the Taylor cone during the splaying, and hence in determining the diameters of the 
produced fibers. 

Our work shows that mats with fairly well aligned fibers were formed during the electrospinning 
of PVDF with different AgNPs contents between 0.2% and 1.0% (Figure 2a). The fibers also did not 
show a systematic variation in the fiber diameter (Table 2), which can be attributed to the fact that the 
collecting area of the rotating disk was very small, leading to diffusion of the wet fibers. 
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Figure 2. (a) SEM micrograph of a PVDF/AgNPs electrospun fiber mat with silver nanoparticles 
content 0.2%; (b) distribution of the fiber diameters. 

Table 2. Statistical data for the produced fibers at different silver nanoparticle contents. 

Sample Ntotal Mean Diameter/nm Standard Deviation/nm 
PVDF 166 506 393 

PVDF + 0.2% AgNPs 97 470 302 
PVDF + 0.4% AgNPs 138 576 374 
PVDF + 0.6% AgNPs 208 432 312 
PVDF + 0.8% AgNPs 153 508 302 
PVDF + 1.0% AgNPs 78 648 372 

The fiber diameters generally ranged between 100 and 1600 nm, with a fair amount of large-
diameter fibers (Figure 2b). Generally, the fibers showed fairly broad diameter distributions, except 
for the sample with 0.6% AgNPs. With increasing silver content, the fibers became well defined and 
dry, which we ascribe to the improved thermal conduction in the presence of the silver nanoparticles, 
and which contributed to improved solvent evaporation during the fly in the electrical field and after 
deposition on the rotating disk. 

2.2. β-Phase Content in the PVDF/AgNPs Composites 

The most commonly used techniques to investigate the polymorphism of PVDF are DSC, FTIR, 
and XRD. The α- and β-phases can be easily distinguished from the γ-phase in the DSC curves, but 
they cannot be distinguished from each other. The FTIR cannot differentiate between the β- and γ-
phases, especially at 840 cm−1, so that the γ-phase is frequently incorrectly taken into account when 
calculating the β-phase content by using Equation (3). 	% = ( 1.26 + ) × 100 (1) 

where	 	and	  are the absorbance at 766 and 840 cm−1 corresponding to the α- and β-phases, 
respectively [1,24]. 

Most researchers used the FTIR peaks in Table 3 to monitor the presence and quantity of each 
phase. The vibration modes corresponding to these peaks were discussed in our previous work [25]. 
However, the conformation of the β-phase is similar to that of the γ-phase, which causes some 
confusion because most of the β-phase bands are very close to those of the γ-phase. 
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Table 3. The corresponding FTIR peaks related to each phase. 

Phase α-Phase β-Phase γ-Phase References
FTIR (corresponding 
wavenumbers/cm−1) 

408, 532, 614, 766, 795, 
855, 976 

440, 485, 510, 
840, 1279 

431, 512, 776, 812, 
833, 840, 1234 

[1,9,10,25] 

Previously, published work showed that the silver content to produce the highest β-phase 
content was 1.5% [18] and 10% [26]. Figure 3 shows the presence of β- and α-phases in the composites, 
and a clear reduction in the α-phase is observed with an increase in AgNPs content up to 0.4%, after 
which it again decreased. Neat PVDF shows the highest α-phase content. Equation (2) was used to 
calculate the percentage of the β-phase in the PVDF/AgNPs samples, and the results are shown in 
Figure 4. The β-content has a maximum value between 0.4% and 0.6% AgNPs content, after which it 
decreases with an increase in the AgNPs content. 

 
Figure 3. FTIR spectra of the PVDF/AgNPs electrospun nanocomposite fibers prepared in this 
investigation. 

 
Figure 4. β-phase content of PVDF in the PVDF/AgNPs composites (line added to guide the eye). 

2.3. Crystallinity 

Fillers generally play an important role in polymer crystallization by (i) acting as nucleating sites 
for polymer crystallization, and (ii) immobilization of polymer chains. These are two opposing 
effects, because nucleation will increase the crystallinity, while chain immobilization will delay the 
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crystallization process. In the case of the PVDF, the determination of crystallinity from DSC melting 
peaks is problematic, because the three crystalline phases of PVDF have significantly different ∆H0 
values. 

Figure 5 shows that the crystallization temperatures for the electrospun PVDF is lower than that 
of the electrospun (PVDF + 1.0% AgNPs), and the data in Table 4 show that the crystallinity (as 
indicated by the melting enthalpy) of the PVDF in the electrospun (PVDF + 1.0% AgNPs) was higher 
than that of the electrospun PVDF. This confirms that the AgNPs were well dispersed and exercised 
an observable nucleating effect on PVDF crystallization during electrospinning. 

 
Figure 5. DSC cooling curves for the electrospun PVDF, with and without 1.0% AgNPs. 

Table 4. Melting and crystallization temperatures and enthalpies of the PVDF and its composite. 

Sample ∆Hm/J·g−1 Tm/°C ∆Hc/J·g−1 Tc/°C 
Electrospun PVDF 42.8 160.1 −35.2 130.7 

Electrospun PVDF + 1% AgNPs 48.4 159.0 −37.3 131.9 

2.4. Thermal Degradation 

The PVDF starts decomposing thermally by scissoring of the -C-H bond (410 kJ·mol−1) followed 
by that of the -C-F bond (460 kJ·mol−1) to form C-C double bonds. Hydrogen fluoride removal is then 
propagated along the polymer chains. The mass loss therefore occurs in two steps, elimination of HF 
and breaking down of the polymer chain, followed by the formation of tar. The PVDF crystalline 
morphology and degree of crystallinity have no influence on this process [27]. The process produces 
mainly three products: HF, tar, and char [28]. 

The thermal stability of the PVDF/AgNPs generally increased after the addition of AgNPs 
(Figure 6). This can be related to (i) the immobilization of the polymer and free radical chains through 
interaction with the AgNPs, and/or (ii) the interaction between the degradation volatiles and the 
AgNPs, which delayed the diffusion of these volatiles out of the polymer. One group made similar 
observations for PVDF with low AgNPs contents [12], while another group found that the AgNPs 
facilitated the thermal decomposition of PVDF at high silver nanoparticle contents, which they 
attributed to the high thermal conductivity of the silver [22]. Therefore, it can be claimed that the 
silver nanoparticles increase the thermal stability at low concentration due to preceding reasons. 
Meanwhile, they enhanced the thermal decomposition of PVDF at high concentration. 
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Figure 6. TGA curves of PVDF and the PVDF/AgNPs composites. 

2.5. Tensile Properties 

Figure 7 shows that the tensile strength of the nanocomposites generally increased with 
increasing AgNPs content. This is probably due to interactions between the polymer chains and the 
silver nanoparticles, which reinforced the electrospun fibers. These results show large standard 
deviations, because the tested samples were fiber mats with a non-uniform distribution of fiber 
thicknesses and defects knowing that four specimen were tested for each sample. Previous research 
also showed an increase in tensile strength up to 1% AgNPs, but a decrease at higher nanoparticle 
contents due to agglomeration of the AgNPs [22]. 

 
Figure 7. Tensile strengths of PVDF/AgNPs composites as function of AgNPs content. Black squares 
represent the mean values of the tensile strength while lines represent the standard error of these 
values. 

2.6. Broadband Dielectric Analysis 

Many authors reported improvements in the dielectric constant of nanocomposites composed 
of PVDF, as well as other polymers, and various inorganic nanoparticle fillers [3,12,19,26,27,29–37]. 
Some of these studies reported on nanocomposites containing PVDF and silver nanoparticles 
[12,19,29,30,36]. 

The frequency dependence of the dielectric permittivity storage (ε′) and loss (ε″) at 20 °C for the 
AgNPs composites is shown in Figure 8. Values of ε′ monotonically increase with increasing the 
AgNPs content in the samples due to the conductivity of the AgNPs. The increase in permittivity is 
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ascribed to the enhanced interfacial polarization associated with entrapment of free charges 
generated at the interfaces between the conducting AgNPs cores and the insulating polymer matrix. 
However, aggregation of the AgNPs would result in current leakage due to direct contact of Ag 
particles, and consequently, increase the dielectric loss (ε″) [19,36]. The SEM and TEM micrographs 
of our samples revealed such agglomerations of the AgNPs, as shown in Figure 1. Having conductive 
NPs, which are well dispersed and well isolated by the surrounding polymer matrix, is essential to 
acquire maximum ε′ and minimum ε″ for the nanocomposites. 

 
Figure 8. Dielectric permittivity storage (ε′) (closed symbols) and loss (ε″) (open symbols) of the 
electrospun PVDF/AgNPs composite fiber mats having different compositions at 20 °C. 

Values of the ε′ at low f drop as f increases due to the Maxwell-Wagner-Sillars (MWS) interfacial 
polarization [38] and electrode polarization processes [39]. The drop in the ε′ values at higher f is due 
to the β-relaxation process, which will be discussed later in detail. Higher values of ε′ over ε″ suggests 
that the PVDF/AgNPs composites might be anticipated for energy storage media applications. To 
achieve the highest electrical energy storage capacity (Umax = ε′ Eb2/2), composites should enjoy both 
large ε′ and high dielectric breakdown strength (Eb) [34–36]. 

Shi et al. [12] reported the preparation of AgNO3/PVDF composite nanofiber by electrospinning. 
They reported values of the dielectric constant for their composites to be in the range of 80 to 140. 
These values are much higher than our results, which showed values of ε′ to be from 10 to 18. Many 
parameters could account for the lower dielectric constant values obtained for our samples. First, the 
content of the β-phase in our neat PVDF could be lower than that of the PVDF these authors used [7]. 
Increase in the β-polymorph, with all-trans chain conformation, in PVDF would make it more 
polarizable when the electric field is applied, as this phase is known to be piezoelectrically active 
[12,40]. The second reason would be related to the presence of porous fiber mats of different pore 
sizes in our samples compared to those reported in [12]. The air embedded in these pores have a 
lower dielectric constant than the surrounding polymer matrix or AgNPs, and thus different pore 
sizes would affect the overall ε′ values of the samples [29,41]. Li et al. [28] reported that the filling of 
the cavities between the core/shell Ag@SiO2 nanoparticles, with smaller size barium strontium 
titanate particles, caused the dielectric constant of the nanocomposite to improve. 

The β-relaxation in the PVDF/AgNPs composites was analyzed using the commonly used to 
Havriliak Negami (HN) model, shown below [42,43], as depicted in Figure 9: 
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where ε′ and ε″ are the real and imaginary dielectric permittivities, respectively, and i2 = −1. Equation 
(2) has three relaxation terms in the sum and a term on the left accounts for dc conductivity. ε0 = 
vacuum permittivity and ω = 2πf. For each relaxation term k, the dielectric strength ∆εk = (εR − ε∞)k is 
the difference between ε′ at very low and very high frequencies, respectively. σdc is dc conductivity 
and the exponent N characterizes conduction in terms of nature of charge hopping pathways and 
charge mobility constraints. α and β characterize the breadth and degree of asymmetry, respectively, 
of ε″ vs. ω peaks.  

Figure 9. ε” vs. logf spectra for the electrospun (a) PVDF and (b) PVDF/0.4% AgNPs samples within 
the β-relaxation temperature range. Lines represent the HN equation fits to the spectra. 

The frequency at the ε″ peak maximum, fmax, for this relaxation increases with increasing 
temperature, reflecting faster segmental motions and shorter relaxation times, τmax = 1/2π fmax. The 
solid lines represent the HN model fits to the spectra of the different samples and they all seem to 
have very good fits to this model. The β-relaxation is thought by many researchers to represent the 
cooperative movement of the dipoles in the crystalline-amorphous interphase [44–47]. The spectra in 
Figure 9 indicate that the β-relaxation is very broad, especially in the low temperature region, which 
could be related to the microscopic heterogeneity in the amorphous packing [44]. τmax values of the β-
relaxation spectra, fitted to the HN model, were extracted for all the samples at different 
temperatures. The values were then plotted against 1/T in Figure 10, showing non-Arrhenius 
behavior in accordance with the Vogel-Fulcher-Tammann-Hesse (VFTH) equation [48–50]: 

( )






−

=
VB

a

TTk

E
T exp)( 0ττ max

 (3) 

where kB is the Boltzmann constant, τ0 is a hypothetical relaxation time at infinite temperature. Ea, 
have the units of energy but it is a ubiquitous quantity that it is not associated with an activated 
process in the common sense. TV, the Vogel temperature, is the temperature at which chain segments 
become frozen when the polymer is cooled quasi-statically from the rubbery state, in a hypothetical 
situation. 

The curvature (vs. linearity) of the VFTH equation fit, dashed line in Figure 10, is unique for 
long-range motions in glass forming polymers. There is no significant difference between the 
relaxation time values for all the samples, indicating similar motions for the chain segments within 
the crystalline-amorphous interphase, even after AgNPs addition. One would expect the AgNPs to 
induce PVDF to crystallize in the β-conformation due to interactions of the -CF2 dipoles with the Ag 
nanoparticles, which would prompt the -CH2-CF2 units to adopt an all trans conformation [12,40]. 
Our results indicate an initial increase in the β-content with increasing the AgNPs in the composites 
(Figure 6). The β-relaxation is closely related to the extent of PVDF crystallization upon insertion of 
AgNPs, although it originates from the motions of the amorphous chain dipoles. Figure 10 reveals 
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that the extent of β-content increase in our samples did not impose enough constraints on the dipole 
motions of the unconstrained amorphous phase or the chains moving in the proximity of the 
crystalline phase. Manna et al. [36] reported a similar result of slight increases in the motions of the 
PVDF relaxations, within the temperature range reported herein, upon addition of Ag nanoparticles. 

 
Figure 10. VFTH plots for the β-relaxation of the electrospun PVDF/AgNPs composite fiber mats 
having different compositions. The dashed line represents the VFTH equation fit to the data for the 
PVDF + 0.6% AgNPs sample. 

2.7. Piezoelectric Studies 

AgNPs were used to decorate carbon-based fillers like carbon nanotubes (CNT) and graphene 
to get outstanding energy-harvesting properties [51,52]. When AgNPs were used in addition to the 
CNTs, the piezoelectric coefficient of the PVDF composite became 54 pm/V compared to the CNT 
filled PVDF (35 pm/V) [51,52]. Sinha et al. [52] synthesized a graphene-Ag/PVDF nanocomposite by 
a one-pot method, which showed a 15% piezoelectric energy conversion efficiency in the dark. In 
visible light, the conversion efficiency was about 47% suggesting its application in self-powered 
optoelectronic smart sensors. 

The piezoelectric responses for our samples were recorded as a variation in the generated 
voltage against the mechanical vibrations given to the sample. Figure 11a shows the sample used for 
the analysis along with a schematic representation of the setup. The surfaces of the sample were 
electroded for better contact, and the conducting wires were attached to a resistor box and the data 
acquisition system to monitor the voltage variations. The mechanical vibration creates a voltage 
signal, and the intensity of the signal varies with respect to the frequency of the vibrations. Figure 
11b–e shows the variations in the generated voltage for all the samples studied with respect to 
mechanical vibrations. Pure PVDF showed a maximum voltage of 0.15 V at a 35 Hz vibrating 
frequency, and this frequency was observed as the resonance frequency for all the samples around 
which a maximum voltage was generated. When the filler concentration changed from 0.2% to 0.4%, 
the maximum generated voltage changed from 0.6 V to 2 V. However, at a higher filler concentration 
of 0.6%, the maximum voltage again dropped to 0.6 V. This result was in accordance with the β-
crystalline phase analyzed by the DSC and FTIR studies shown earlier. The main reason behind the 
energy-harvesting property of PVDF composites is the aligned β-phase present in the sample. Here 
the electrospinning effectively oriented the β-crystalline phase of the PVDF nanocomposites, and the 
interaction between the Ag nanoparticles and the PVDF chains further enhanced the phase 
conformation and thus the piezoelectric property. This result also correlates well with the observed 
dielectric storage permittivity enhancement with increasing AgNPs content in the composites.  
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Figure 11. (a) Sample used for the piezoelectric experiment and its schematic representation. Voltage 
versus time graphs at different vibrating frequencies (b) Pure PVDF; (c) PVDF + 0.2% Ag; (d) PVDF + 
0.4% Ag; and (e) PVDF + 0.6% Ag nanocomposites. 

3. Materials and Methods 

3.1. Materials 

All the reagents and chemicals used in this study were obtained commercially. PVDF was in 
powder form (average molecular weight 534,000 amu, melting point 165 °C) from Sigma-Aldrich( St. 
Louis, MS, USA); acetone (ACS, >99.5%) from Alfa Aesar (Haverhill, MA, USA); dimethylformamide 
(DMF) (ACS, ≥99.8%) from Sigma Aldrich; silver nanoparticles (Ag-NPs, diameter from 20–100 nm) 
from Sigma Aldrich. The solvents were used without further purification. 

3.2. Preparation of Nanofibre Mats 

A 13% PVDF solution was prepared by mixing 40 g acetone, 60 g DMF and 15 g PVDF, and 
stirring under heating at 70 °C for 2 h until the solution became clear. The preparation of the 
PVDF/AgNPs composite fiber mats was based on previously reported methods [17,18]. PVDF/AgNPs 
solutions were prepared as follows: 0.0525 g of AgNPs was mixed with 20 g of the 13% PVDF solution 
to prepare a 2% PVDF/AgNPs stock solution. The working solutions were then prepared by dilution 
of the stock solution with pure PVDF solution. 1, 2, 3, 4 and 5 g of the stock solution were diluted to 
10 g with pure PVDF solution to prepare the working solutions (0.2%, 0.4%, 0.6%, 0.8% and 1% 
AgNPs), which were continuously stirred until the electrospinning process. The solutions were 
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sonicated for 10 min, then electrospun, under the conditions given in Table 5, by using an 
electrospinning machine NEU-01 with its accessories from NaBond, China. At least 4 mL of each 
PVDF/AgNPs solution was used to prepare the fibrous mats. 

Table 5. Electrospinning conditions for PVDF/AGNPs. 

Parameter Value
Silver content 0.2%, 0.4%, 0.6%, 0.8%, 1.0% 

Flow rate 2 mL·h−1 

Voltage 8.0 kV (adjusted *) 
Distance 10 cm 

Collector/speed Rotating disk/1700–1900 rpm 
Spinneret (needle) G22 

* Because silver is a very good conductor, the conductivity of the PVDF/AgNPs solution increased 
with increasing amount of AgNPs, and therefore the applied voltage was decreased to avoid sparks. 

3.3. Characterization and Analysis Techniques 

Scanning electron microscopy (SEM) analyses were done in an FEI Quanta 200, USA scanning 
electron microscope at an accelerating voltage of 3 kV. The particle sizes and fiber diameters were 
determined by using the ZEN imaging software from Zeiss. 

Transmission electron microscopy (TEM) analyses were done in an FEI G2 TF20, USA 
transmission electron microscope at an accelerating voltage of 200 kV. 

The β-phase content was determined by using Fourier-transform infrared (FTIR) spectroscopy 
(Perkin Elmer Spectrum 400 FTIR with an ATR detector) at a resolution of 4 cm−1 at a range of 400 to 
4000 cm−1. 

X-ray diffraction (XRD) analyses were done using a Rigaku Miniflex X-ray diffractometer with 
a Cu-Kα (1.5406 Å) source, applied voltage of 30 kV, current of 30 mA, and a scan rate of 3°·min−1. 

The viscosities of the solutions were measured by using a Cannon-Fenske 450 viscometer at 26 
°C and with glycerol as a standard. 

The electrical conductivities of the solutions were measured by using a Suntex Sc-170 
conductivity meter at room temperature. 

The crystallinity of the samples was determined by using a Perkin Elmer DSC4000 differential 
scanning calorimeter (DSC). The samples were heated, cooled and re-heated between 40 and 200 °C 
at 10 °C·min−1 under nitrogen flow. 

The thermal stability of the samples was determined by using a Perkin Elmer TGA4000 
thermogravimetric analyzer (TGA). The samples were heated from 40 to 750 °C at 10 °C min−1 under 
nitrogen flow. 

The tensile properties were determined in a Lloyd Instruments LF Plus universal tester. The 
samples had a length of 75 mm, a width of 5 mm, and a thickness ranging between 0.08 and 0.15 mm. 
The tests were conducted at a crosshead speed of 50 mm min−1 with a gauge length of 25 mm. 
Measurements were conducted on four specimen for each sample. 

The dielectric analyses of the samples were done in a Novocontrol GmbH Concept 40 broadband 
dielectric spectrometer, and the data were collected over a frequency (f) range of 0.07 to 107 Hz at 
fixed temperatures in the range of −140 to 140 °C. The temperature stability of the instrument was 
within ± 0.2 °C. Sample discs of 2 cm diameter were sandwiched between two copper-coated with 
gold electrodes of 2 cm diameter, and transferred to the instrument for data collection. 

The piezoelectric energy-harvesting efficiency of the composites was monitored using a 
homemade set up consists of a frequency generator, amplifier, vibrating shaker, resistor box and data 
acquisition system. The load resistance was made constant as 1 MΩ throughout the studies. Specific 
weights were kept on the electrode surface of the sample so that vibrations in the vertical direction 
are imposed on it. Frequencies were changed from 15 to 55 Hz and the voltage values were 
determined. 
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4. Conclusions 

Electrospun PVDF fiber mats that contained different contents of AgNPs between 0 and 1.0% 
were produced in this research. The β-content in the PVDF was found to increase by about 8% for 
AgNPs content of 0.4–0.6%. The electrospun fibers had a higher β-crystalline content, nano-pores 
were visible on the fiber surfaces, and the total crystallinity, tensile strength and thermal stability 
were improved. The elastic modulus, as measured with dynamic mechanical analysis, increased 
significantly despite the apparent lack of interfacial adhesion between the PVDF and AgNPs. 
Broadband dielectric analysis of the PVDF/AgNPs composites revealed that the β-relaxation 
dynamics, assigned to the activity of chain segments in the vicinity of the crystalline-amorphous 
interphase, did not change with AgNPs addition. The dielectric storage permittivity increased with 
increasing AgNPs content in the composites due to the conductive nature of the silver nanoparticles. 
The increase in permittivity is attributed to the improved interfacial polarization due to entrapment 
of electrons at the interfaces between the silver nanoparticle surfaces and the insulating polymer 
matrix. Results showed higher values of ε′ over ε″ at room temperature for the composites, which 
suggest that they could be beneficial for energy storage applications such as supercapacitors. Good 
piezoelectric response of the nanocomposite at a fairly low AgNPs content of 0.4% further suggest its 
application in designing nano generators and self-powering devices. 
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